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We report on the pressure-induced unconventional superconductivity (SC) in the heavy-fermion
(HF) antiferromagnet CeIn3 by means of nuclear-quadrupole-resonance (NQR) studies conducted
under a high pressure. The temperature (T ) and pressure (P ) dependences of the In-NQR spectra
have revealed a first-order quantum-phase transition (QPT) from an antiferromagnetism (AFM) to
paramagnetism (PM) at a critical pressure Pc = 2.46 GPa at which AFM disappears with a minimum
value of TN(Pc) = 1.2 K. High-energy X-ray scattering measurements under P show a progressive
decrease in the lattice density without any change in the crystal structure, whereas an increase in the
NQR frequency (νQ) indicates an increase in the hybridization between 4f electrons and conduction
electrons, which stabilizes the HF-PM state. This competition between the AFM phase where TN

is reduced and the formation of the HF-PM phase triggers the first-order QPT at Pc = 2.46 GPa.
Despite the lack of an AFM quantum critical point in the P − T phase diagram, we highlight the
fact that the unconventional SC occurs in both phases of the AFM and PM. The measurements
of the nuclear spin-lattice relaxation rate 1/T1 in the AFM phase have provided evidence for the
uniformly coexisting AFM+SC phase. Remarkably, the significant increase in 1/T1 upon cooling in
the AFM phase has revealed the development of low-lying magnetic excitations down to Tc in the
AFM phase; it is indeed relevant to the onset of the uniformly coexisting AFM+SC phase. In the
HF-PM phase where AFM fluctuations are not developed, 1/T1 decreases without the coherence
peak just below Tc, followed by a power-law like T dependence that indicates an unconventional SC
with a line-node gap. Remarkably, Tc has a peak around Pc in the HF-PM phase as well as in the
AFM phase. In other words, an SC dome exists with a maximum value of Tc = 230 mK around
Pc, indicating that the origin of the pressure-induced HF SC in CeIn3 is not relevant to AFM spin

fluctuations but to the emergence of the first-order QPT in CeIn3. These novel phenomena observed
in CeIn3 should be understood in terms of the first-order QPT because these new phases of matter
are induced by applying P . When the AFM critical temperature is suppressed at the termination
point of the first-order QPT, Pc = 2.46 GPa, the diverging AFM spin-density fluctuations emerge
at the critical point from the AFM to PM. The results with CeIn3 leading to a new type of quantum
criticality deserve further theoretical investigations.

I. INTRODUCTION

In f -electrons based compounds, the hybridization be-
tween f electrons and conduction electrons results in in-
teresting physical phenomenon via the formation of a
heavy-fermion (HF) state at low temperatures1. In par-
ticular, since the discovery of the first HF superconductor
CeCu2Si2 in 19792, the HF superconductivity (SC) has
attracted remarkable attentions as a candidate for un-
derstanding the novel mechanism for the unconventional
SC discovered in the strongly correlated electron systems
(SCES)3. A common type of SC is based on bound
electron pairs coupled via the lattice vibration4. How-
ever, the SC in SCES including many HFs, cuprates and
organic superconductors appears to have another bind-

ing force that forms Cooper pairs via electron-electron
correlation. In particular, a number of studies on f -
electron compounds revealed that an unconventional SC
arises at or close to a second-order quantum-phase tran-
sition (QPT), i.e., the quantum critical point (QCP),
where the magnetic order disappears at T = 0 as a func-
tion of lattice density due to the application of hydro-
static pressure (P ). In other words, near the magnetic
order, the magnetic interaction between electron spins
can mediate attractive interactions between the charge
carriers. Phase diagrams have been obtained for an-
tiferromagnetic HF compounds such as CePd2Si2

5,6,7,
CeIn3

5,7,8,9,10,11, and CeRh2Si2
12,13; these are schemati-

cally shown in Fig. 1(a). Significantly different behavior,
schematically shown in Fig. 1(b), has been observed in
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the archetypal HF superconductor CeCu2Si2
2,14,15,16,17

and the more recently discovered CeRhIn5
18,19,20. Al-

though both compounds have demonstrated an analo-
gous behavior relevant to a magnetic QCP, it is notewor-
thy that an associated superconducting region extends to
higher densities than in other compounds; their Tc value
reaches its maximum away from point at which antiferro-
magnetism (AFM) is achieved14,15,19. Most interestingly,
the previous nuclear-quadrupole-resonance (NQR) stud-
ies have revealed that the AFM and SC coexist micro-
scopically and that the SC does not exhibit any trace of
a line-node gap opening in the low-lying excitations be-
low Tc that are characteristic of the HF superconductors
reported thus far17,21,22.

FIG. 1: Schematic phase diagrams of Ce-based heavy-
fermion compounds: (a) for CePd2Si2

5,6,7, CeIn3
5,7,8,9,10 and

CeRh2Si2
12,13; dashed line indicates the crossover; (b) for

CeCu2Si2
2,14,15,16,17 and CeRhIn5

18,19,20.

Recently, it has been demonstrated by an extensive
NQR study conducted under a high pressure that the
novel P − T phase diagram at zero magnetic field (H =
0) in CeRhIn5 is characterized by a tetra-critical point
separating the pure AFM phase, the uniformly coexist-
ing phase of AFM+SC, the SC phase, and the param-
agnetic (PM) phase. Note that the AFM phase transi-
tion occurs inside the SC below Tc when a tetra-critical
point is exceeded20. This result has revealed a close re-
lationship between AFM and SC—both phases may be
mediated by the same magnetic interaction. In contrast,
the two superconducting domes have been reported to
be a function of P in the case of CeCu2(Si1−xGex)2

23;
however, the origin of the SC in HF compounds is still
a topical issue. One dome (SC1) is formed around the
AFM QCP, whereas the other (SC2) emerges in the HF
state without any indication of AFM spin fluctuations
because the system is still far from the point of the AFM
QCP. Interestingly, the maximum Tc value in SC2 as the
function of P is higher than that in SC1 in the case of
CeCu2(Si1−xGex)2. Although the possible origins of SC2
are not yet known, a new type of pairing mechanism,
besides AFM spin fluctuations, has been suggested for
mediating the Cooper pairs in HF systems. For instance,

valence fluctuations of Ce ions may be responsible for the
onset of SC2 via the increase in hybridization between
the Ce-4f electrons and conduction electrons23,24,25,26.
Two SC domes have also been suggested in the case
of CeRh1−xIrxIn5

27,28,29,30. These results suggest that
there are still underlying issues that remain to describe
rich phases of matter appeared in the antiferromagnetic
HF systems under P .

As shown in Fig. 2, CeIn3 is formed in the cubic
AuCu3 structure and orders antiferromagnetically below
the Néel temperature TN = 10.2 K at an ambient pressure
(P= 0). It has an ordering vector Q = (1/2,1/2,1/2)31

and Ce magnetic moment MAFM ∼ 0.5µB, which were
determined by NQR measurements32,33 and the neutron-
diffraction experiment on the single crystals34, respec-
tively. The resistivity measurements of CeIn3 revealed
the P − T phase diagram of the AFM and SC—TN de-
creases with increasing P , and on almost near the point
where AFM is achieved, SC emerges in a narrow P range
of approximately 0.5 GPa, thereby exhibiting a maxi-
mum value of Tc ∼ 200 mK at around Pc = 2.5 GPa
where AFM disappears5,7,8,9,10. A non-Fermi-liquid be-
havior was suggested from the T 3/2 dependence of resis-
tivity within the framework of spin fluctuations theory35

in narrow P and T ranges around Pc. Then, it was
inferred that magnetic fluctuations can mediate spin-
dependent attractive interactions between the charge car-
riers in CeIn3

5,7,8,9,10.

FIG. 2: Crystal and spin structures of CeIn3 below TN.

Previous NQR studies have revealed a systematic
change in the magnetic character through the measure-
ments of the nuclear-spin-lattice relaxation rate 1/T1 of
the 115In-NQR under P 11,36,37,38. The localized mag-
netic character of 4f magnetic moments is robust up to
P = 1.9 GPa. The characteristic temperature T ∗, below
which the system crosses over to an HF regime, increases
dramatically with further increase in P . As a result, the
HF state becomes stable due to the increase in T ∗ as
P increases beyond Pc. The measurements of 1/T1 and
ac-susceptibility (χac) at P = 2.65 GPa till T = 50 mK
provided the first evidence of an unconventional SC at Tc

= 95 mK in CeIn3, which arises in the fully established
HF state below TFL = 5 K38. The phase separation into
the AFM and PM phases in CeIn3 is evidenced from the
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observation of two kinds of NQR spectra around Pc
11.

Nevertheless, it was demonstrated that the SC in CeIn3

occurs in both phases at P = 2.43 GPa, where the max-
imum value of T max

c = 230 mK is observed for the PM
phase. Remarkably, the SC uniformly coexists with AFM
below Tc = 190 mK11. Furthermore, a first-order QPT
was suggested from a possible phase separation into the
AFM and the HF-PM phases near Pc. However, since
the possibility that this phase separation near Pc is due
to an inevitable distribution of P inside the pressure cell
cannot be ruled out, we cannot conclude whether QPT
is of a first or a second order. In this paper, through the
extensive In-NQR studies, we provide new insights into a
novel P − T phase diagram in CeIn3 and into the origin
of the unconventional SC that emerges in the vicinity of
a first-order QPT transition from the AFM phase to the
HF-PM phase.

II. EXPERIMENTAL PROCEDURES

High-quality single crystals of CeIn3 were grown by
the Czochralski method. They were moderately crushed
into grains so that rf pulses can easily penetrate into
the samples. However, in order to avoid crystal dis-
tortions, the grain diameters were kept larger than 100
µm. A small piece of CeIn3 cut from the same batch
as the sample used in the present work exhibited zero
resistance in a range P = 2.2 − 2.8 GPa9, which is
in good agreement with the previous reports5,7,10. An
115In-NQR spectrum was obtained by plotting the spin-
echo intensity as a function of frequency. In order to
detect an internal magnetic field associated with an on-
set of AFM around Pc, the NQR spectrum for the 1νQ

(±1/2 ↔ ±3/2) transition was precisely obtained by the
Fourier transform method of spin-echo signal. Under the
condition that the NQR spectra result from both phases
of AFM and PM in the vicinity of Pc, each volume frac-
tion was estimated from the NQR intensity I(0) for the
1νQ transition, which was precisely estimated through a
fitting to I(t) = I(0) exp (−t/T2), where T2 is the nuclear
spin-spin relaxation time. The 115In-NQR T1 was mea-
sured by the conventional saturation-recovery method in
a range of T = 0.05 − 70 K. The 2νQ (±3/2 ↔ ±5/2)
and 1νQ (±1/2 ↔ ±3/2) transitions were used for the
T1 measurement above and below T = 1.4 K, respec-
tively. The high-frequency χac was measured by using
an in-situ NQR coil21. Hydrostatic pressure was applied
by utilizing a NiCrAl-BeCu piston-cylinder type clamp-
ing cell filled with Si-based organic liquid as a pressure-
transmitting medium39. In order to calibrate the pres-
sure at low temperatures, the shift in Tc of the Sn metal
under P was measured by the conventional four-terminal
resistivity measurement. To reach the lowest tempera-
ture of 50 mK, a 3He-4He dilution refrigerator was used.

The 115In-NQR spectra in the PM state at T = 77 K
and P = 0 are shown in the top of Fig. 3(a) where four
transitions are observed at different frequencies ν = nνQ

for n = 1, 2, 3 and 4. Here, νQ is defined by the NQR

Hamiltonian: HQ = (hνQ/6)[3Iz
2 − I(I + 1) + η(Ix

2 −
Iy

2)], where η is the asymmetry parameter of the electric
field gradient. Note that νQ = 9.61 MHz and η = 0
at P = 0. Since the full width at the half maximum
(FWHM) for the 1νQ-NQR spectrum is quite sharp at
60 kHz, the sample that is used here is confirmed to be
of high quality. Under the condition that the AFM order
sets in, the Hamiltonian of the 115In nuclei is replaced

by HAFM = −γh̄~I · ~Hint +HQ, where ~Hint = (H⊥, 0, H‖)
is an internal magnetic field associated with the onset of
the AFM order. In the case of CeIn3, H‖ is cancelled at
the position of the In site. Hence, the onset of the AFM
order for CeIn3 is identified from the splitting of the 1νQ

spectrum and the frequency shift of the other spectra due
to the appearance of H⊥.

FIG. 3: (color online) (a) NQR spectra for CeIn3 above and
below TN = 10.2 K at P = 0. Solid arrow indicates the
position of the 3νQ transition. (b) The T dependence of the
peak of the 3νQ spectrum in a range of P = 0 − 1.90 GPa.
The solid arrows point to TN.

In fact, the NQR spectra at T = 4.2 K below TN are in-
dicated at the bottom of Fig. 3(a), revealing a significant
change due to the presence of H⊥. Note that the 3νQ-
and 4νQ- spectra remain extremely sharp even below TN,
which guarantees that Hint is homogeneously determined
at all the In sites below TN. These results are consistent
with the previous NQR measurements32,33. Extensive
analyses of these spectra as the functions of T and P en-
able us to determine TN(P ) and the value of the antifer-
romgnetically ordered moment MAFM(T, P ) as functions
of P and T for CeIn3 even in close proximity to Pc.

Pressure dependence of the unit cell volume at low
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temperature was measured by powder X-ray diffrac-
tion experiments using synchrotron radiation in SPring-
8 BL10XU. The experiment carried out by using a He-
gas driven diamond-anvil cell. The pressure medium was
methanol-ethanol mixture. The pressure was determined
by the ruby fluorescence method. The lattice parameter
were refined by the Rietveld method using the RIETAN-
2000 program.40

III. EVIDENCE FOR PRESSURE-INDUCED

FIRST-ORDER QUANTUM PHASE

TRANSITION FROM ANTIFERROMAGNETISM

TO PARAMAGNETISM

The P dependences of TN and Hint ∝ MAFM in the
AFM phase are deduced from the analysis of the 3νQ

spectrum (7/2⇐⇒5/2 transition) below TN, which is sig-
nificantly shifted below TN, as denoted by the arrows in
Fig. 3(b). Plots of Hint(t)/Hint(0) vs t = T/TN(P ) are
presented for various P in Fig. 4(a). Here, Hint(0) is a
value at T = 0. Significantly, the T dependence of MAFM

below TN in a range of P = 0 − 2 GPa is in good agree-
ment with the molecular-field theory (MFT) with spin S
= 1/2 and mAFM = tanh(mAFM/t) as indicated by the
solid curve in Fig. 4(a), reflecting a localized magnetic
character of AFM in CeIn3. It must be noted that in
Fig. 4(b), Hint ∝ MAFM is in proportion to TN till P ∼
2 GPa.

Although TN and Hint(0) steeply decrease as P ap-
proaches Pc above 2 GPa, the T dependence of the 1νQ-
NQR spectrum allows us to detect precisely the presence
of an AFM order even in the vicinity of Pc. In fact,
Figs. 5(a) and 5(b) show the T dependences of those at P
= 2.28 and 2.43 GPa where the respective spectra above
and below TN are indicated by open and solid symbols. It
should be noted that the spectrum due to the PM phase
is observed at 3 K and 0.1 K and even below TN = 4.4 K
and 2.1 K at P = 2.28 GPa and 2.43 GPa, respectively.
This means that a phase separation into AFM and PM
occurs as P approaches Pc. This result is corroborated by
the P dependence of the spectra at temperatures lower
than TN, which are shown in the top, middle, and bottom
parts of Fig.6 for P = 2.37, 2.43, and 2.50 GPa, respec-
tively. Apparently, the phase separation into the AFM
and PM phases occurs in the vicinity of Pc.

The NQR spectral intensity I(T ) increases with 1/T
upon cooling, and I(T ) × T is proportional to the num-
ber of observable In nuclei. Hence, the I(T ) × T value
for the NQR spectrum must be constant in the PM state.
In fact, as shown in Fig. 7, where the data are normal-
ized by a value at high temperatures above TN at each
P , I(T )×T remains a constant for P = 2.65 GPa larger
than Pc where the AFM order collapses. In contrast, the
I(T ) × T value decreases to zero upon cooling for P =
2.28 and 2.32 GPa, which are lower than Pc. Unexpect-
edly, note that their decreasing behavior is not as steep
below TN, suggesting a possible distribution of TN due
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FIG. 4: (color online) (a) Plots of Hint(t)/Hint(0) vs T/TN(P )
for AFM phase. Here, Hint(0) is a saturated value extrapo-
lated to T = 0. Solid curve indicates the molecular field theory
(MFT) with S = 1/2. (b) Hint(0) vs TN plot in a P range of
P = 0 − 1.90 GPa. Dotted line is an eye-guide.

FIG. 5: Temperature dependence of 1νQ-NQR spectrum at
(a) P = 2.28 and (b) P = 2.43 GPa just below Pc = 2.46
GPa. Open and solid circles indicate the respective spectra
above and below TN. The dotted line and solid arrows point
to the respective frequencies where the peak in NQR spectrum
is observed for the PM and AFM phases.

to an inevitable distribution of P inside the sample. It
is noteworthy that each I(T ) × T for P = 2.43 and 2.50
GPa near Pc decreases due to the onset of the AFM order
below TN, but it becomes constant below T ∼ 1.2 K in
both pressures and remains a finite value at the lowest
temperatures; this is corroborated by the NQR spectra at
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FIG. 6: (color online) 1νQ-NQR spectra for P = 2.37 and
2.43 GPa just below Pc = 2.46 GPa and for P = 2.50 GPa
just above Pc. Solid curves are the simulations assuming an
inevitable P distribution inside the sample in the pressure cell
(see text). In the vicinity of Pc, NQR spectra result from the
AFM and PM phases, which are separated by the first-order
quantum phase transition. Here, the NQR spectral intensity
is normalized by a peak intensity of the NQR spectrum of the
PM phase.

T = 0.1 K as indicated in Fig.6. These results reveal that
both the AFM and PM phases are mixed at P = 2.43 and
2.50 GPa near Pc. Since TN decreases steeply near Pc,
this mixture is associated with an inevitable distribution
of P inside the sample, revealing that the application of
P is not always homogeneous.

Considering this experimental situation in mind, we
attempt to reproduce the P dependences of the NQR
spectra in Fig. 6, temperature dependence of I(T ) × T
in various pressures in Fig. 7, and the volume fraction
of the AFM (VAFM) in Fig. 8 by assuming the following
Gaussian distribution of P inside the sample:

V (P0, P ) =
1√
2πσ

exp

[

−
1

2σ2
(P − P0)

2

]

(1)

and

∫ ∞

−∞

V (P0, P )dP = 1 (2)

Here, P0 represents an external pressure, and σ rep-
resents the mean deviation in the Gaussian distribution
function. A P dependence of VAFM is obtained by the
integration of V (P0, P ) against P from −∞ to Pc as fol-
low;

FIG. 7: (color online) (a) Temperature dependence of the
NQR intensity × temperature for the 1νQ transition around
Pc. Arrows indicate TN at P = 2.28, 2.32, and 2.43 GPa.
Solid curve is a simulation assuming that TN is distributed
due to the inevitable P distribution in the pressure cell (see
text). (b) Temperature dependence of NQR intensity × tem-
perature at P = 2.43 and 2.50 GPa. Solid and dotted curves
are simulations assuming first-order (TN(Pc) = 1.2 K) and
second-order (TN(Pc) = 0 K) phase transitions, respectively.

FIG. 8: (color online) Pressure (P ) dependence of the volume
fraction of the AFM phase at T = 0.1 K in the vicinity of
Pc. Solid curve is a simulation assuming a Gaussian-type P
distribution inside the sample in the P cell (see text). Vertical
dotted line indicates the first-order quantum phase transition
for σ = 0 provided that a P distribution is absent. Arrow
points to Pc = 2.46 GPa.
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FIG. 9: Pressure dependence of TN in CeIn3. TN above P
= 2.28 GPa are determined from the analysis of the T and
P dependences of the NQR spectrum. Solid curve is an eye-
guide. Dotted line indicates Pc = 2.46 GPa where the first-
order quantum phase transition separates AFM and PM.

VAFM(P0) =

∫ Pc

−∞

V (P0, P )dP (3)

Figure 8 shows the P dependence of VAFM, which is de-
termined by the NQR intensity at T = 0.1 K (see Figs. 6
and 7). As shown in the solid curve in Fig. 8, a best fit to
the data is obtained with parameters σ = 0.05 and Pc =
2.46 GPa. Here, a dotted line is drawn as a phase bound-
ary at T = 0 if a pressure distribution were absent. This
in-situ P distribution is comparable to the values in other
experiments that were performed using a piston cylinder-
type clamping cell41,42. By using the above parameters of
σ = 0.05 and Pc = 2.46 GPa, we show that the spectra in
the range of P = 2.37−2.50 GPa shown in Fig. 6 are con-
sistently simulated by assuming that the T dependence
of Hint(T ), which is induced by AFM moments, can be
described in terms of the molecular-field model and the
relation TN ∝ Hint(0). Further, we assume the P depen-

dence of TN as TN(P ) = 4.0×
(

2.475−P
2.475−2.31

)0.5

just below

Pc = 2.46 GPa. As a result, we have obtained excellent
fittings, as shown by the solid lines in Figs. 6 and 7. Fig-
ure 9 indicates the thus obtained P dependence of TN in
CeIn3. Remarkably, TN disappears suddenly at a mini-
mum value of TN = 1.2 K at Pc = 2.46 GPa, suggesting
a weak first-order QPT from AFM to PM in CeIn3 as
the function of P . Figure 7(b) shows the T dependences
of I(T ) × T at P = 2.43 and 2.50 GPa and simulation
curves assuming first-order phase transition with TN(Pc)
= 1.2 K (solid curves) and second-order phase transition
with TN(Pc) = 0 K (dotted curves), respectively. No-
tably, simulation for second-order phase transition does
not fit experimental data at all. Especially, I(T ) × T
= constant behavior below TN(Pc) = 1.2 K observed at
P = 2.43 and 2.50 GPa near Pc is a significant feature
of first-order phase transition. This contrasts with the

novel phase diagram of the HF antiferromagnet CeRhIn5

under P which is characterized by the tetra-critical point
separating the pure AFM phase, the uniformly coexisting
phase of AFM+SC, and the PM-SC phase.20

IV. PRESSURE-INDUCED EVOLUTION OF

MAGNETIC PROPERTIES AROUND Pc

FIG. 10: (color online) (a) Temperature dependence of 1/T1

at P = 0, 1.79, 2.17, 2.43, and 2.65 GPa. Dotted line indicates
a relation of 1/T1 = constant. Dotted and solid arrows point
to TN and T ∗, respectively. (b) Temperature dependence of
1/T1T at P = 0, 1.79, 2.17, 2.43, and 2.65 GPa. Dotted
line indicates the relation of 1/T1T = constant. Dotted and
dashed arrows indicate TN and TFL, respectively.

Figure 10 shows the T dependences of 1/T1 (Fig. 10(a))
and 1/T1T (Fig. 10(b)) in CeIn3 at P = 0, 1.79, 2.17,
2.43, and 2.65 GPa. The 1/T1 result at P = 0 is con-
sistent with the previous one32. 1/T1 at P = 0 shows
a gradual increase upon cooling and stays constant till
TN below 40 K, which evidences a localized nature of
Ce-4f derived magnetic fluctuations coupled with each
other via the Ruderman-Kittel-Kasuya-Yosida (RKKY)
interaction. Below TN, 1/T1 decreases significantly with-
out any critical slowing down behavior near TN. Similar
behaviors were reported in 1/T1 in CePd2Si2

43. In this
compound, when noting that a Kondo temperature TK is
nearly the same as TN, the absence of critical magnetic
fluctuations towards TN may be relevant to a competi-
tion between the Kondo local interaction and the RKKY
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intersite interaction. Notably, 1/T1T remains constant
well below TN at low temperatures, probing a residual
Fermi surface in the AFM state.

Next, we deal with the results under P . Since 1/T1 still
remains constant just above TN up to P = 1.79 GPa, a
localized magnetic character is robust against the appli-
cation of P in CeIn3. In a localized regime, 1/T1 is pro-
portional to p2

eff/Jex or ∼ p2
effW/J2

cf . Here peff , Jex, Jcf ,
and W are an effective PM local moment, the RKKY ex-
change constant, the exchange constant between 4f mo-
ments and conduction-electron spins, and the bandwidth
of conduction electrons, respectively. A progressive sup-
pression of the value of 1/T1 = constant at high tem-
peratures with increasing P is considered to be due to a
reduction in peff and/or an increase in Jcf . As a result,
1/T1 starts to decrease below T ∗ = 10 K in a P range
exceeding P ∼ 1.9 GPa as observed in Fig.10(a). In HF
systems, it is known that T ∗ is scaled to the quasi-elastic
linewidth in a neutron-scattering spectrum, leading to a
tentative estimation of the bandwidth of the HF state.
As shown in Fig.11, as P exceeds Pc, T ∗ increases steeply
up to T ∗ ∼ 30 K at P = 2.65 GPa37.

Figure 10(b) indicates the P - and T -dependences of
1/T1T that probes low-lying excitations in an itinerant
regime. Notably, a behavior that 1/T1T = const. is ob-
served below TFL = 3.2 K at P = 2.43 GPa just below
Pc = 2.46 GPa. Here, we defined TFL as a Fermi temper-
ature below which 1/T1T becomes constant. As shown
in the inset of Fig.11, the HF state is realized below TFL

= 3.2 K at P = 2.43 GPa, which is just below Pc. Re-
markably, TN ∼ 1.2 K is lower than TFL ∼ 4.5 K at Pc.
The HF-PM state and the AFM state compete to trig-
ger the weakly first-order QPT at Pc = 2.46 GPa in the
case of CeIn3. The P dependence of TFL is in good agree-
ment with the observation of T 2 dependence in resistivity
measurements10. Non-Fermi liquid behaviors due to the
development of AFM spin fluctuations are not evident;
one reason is that the HF state is already realized in the
PM state above TN just below Pc, and subsequently, a
first-order QPT occurs near Pc.

Even though TN is markedly decreased in the vicinity
of Pc, being lower than TFL above P = 2.43 GPa, which
suggests an itinerant-type AFM order, we have suggested
that as far as AFM order survives, a localized character
is robust against closely approaching Pc. This is because
the T dependences of NQR spectra and their spectral
intensity near Pc are consistently simulated by assuming
a localized character for AFM order. This robustness of
the localized nature of AFM order just below Pc may be
relevant with the first-order nature of QPT taking place
at Pc.

V. ELECTRONIC STATE BEHIND THE

FIRST-ORDER TRANSITION

Here, we characterize the first-order magnetic phase
transition from the AFM to PM. An NQR frequency νQ

FIG. 11: (color online) The P −T phase diagram of the mag-
netic properties for CeIn3 obtained from the present NQR
experiments. Solid circles indicate TN, while open triangles
denote a crossover temperature T ∗ from a localized to an itin-
erant regime of 4f -electrons; open squares indicate a Fermi
temperature TFL below which a HF state is established. The
inset shows the detailed phase diagram in the vicinity of Pc

in a semi-logarithmic scale. A vertical dotted line indicates
the first-order phase boundary with a minimum value of TN

= 1.2 K between the AFM and PM.

probes the electric-field gradient (EFG) generated by the
electron distribution surrounding the In site. In general,
a compression of the lattice volume V increases νQ; i.e.,
νQ is proportional to 1/V . In addition to this lattice con-
tribution of EFG, a local electronic charge distribution at
the In site generates an electronic contribution of EFG.
While the lattice volume of CeIn3 is actually compressed
as P increases, as shown in Fig. 12(a), νQ estimated from
the LDA band calculation increases for CeIn3; an identi-
cal trend is obtained for LaIn3, as shown in Fig. 12(b).
Note that νQ for CeIn3 is larger than that for LaIn3.
This is considered to be due to the electronic contribu-
tion of EFG for CeIn3 that originates from the hybridiza-
tion between Ce derived 4f -electrons and p-electrons at
the In site. Figure 13 shows the P dependence of the
NQR frequency, and the νQ value at T = 10 K. Here, the
NQR spectra with P , which are displayed in the inset of
Fig. 13, are obtained by the Fourier-transform method of
the spin-echo signal. As observed in Fig. 13, in a lower P
region, the compression of the lattice volume increases νQ

linearly. As P increases beyond 2 GPa where T ∗ starts to
increase, νQ begins to increase significantly. The origin
of a larger increasing rate of νQ at pressures larger than
2 GPa is due to the increase in the electric contribution
that is related to the significant increase in hybridiza-
tion between f -electrons and conduction electrons. As a
result, TN decreases steeply with the increase in P . No-
tably, such a variation from a localized to an itinerant
nature of the f -electrons around Pc is also reported by
the recent dHvA measurement under P 44.
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FIG. 12: (color online) (a) Pressure dependence of the lat-
tice volume for CeIn3. (b) P dependence of νQ obtained from
the LDA band calculation for CeIn3 and LaIn3. LaIn3 corre-
sponds to the 4f localized model of CeIn3. Both are calcu-
lated with the same lattice constant.

FIG. 13: (color online) Pressure dependence of νQ at T = 10
K. Dotted line is an eye-guide. The inset shows 1νQ-NQR
spectra at P = 0, 1.79 and 2.59 GPa.

VI. PRESSURE-INDUCED

SUPERCONDUCTIVITY AROUND Pc

In this section, the P -induced superconductivity in
CeIn3 is considered. Figure 14 shows the T dependence
of the ac-susceptibility χac of CeIn3 measured by an
in − situ NQR coil under P . In the range P = 2.28 -

FIG. 14: (color online) Temperature dependence of χac in a
P range of 2.17−2.65 GPa. Arrows indicate an onset temper-
ature T onset

c below which SC diamagnetism starts to appear.

2.65 GPa, a clear decrease in χac implies a SC transi-
tion under P . However, the SC does not occur at P =
2.17 GPa till T = 30 mK, as can be noticed from the
T independence of χac shown in Fig.14. Thus, a critical
pressure PSC for the onset of SC is between P = 2.17
and 2.28 GPa. The absolute value of χac was corrected
by a value of χac measured on a single crystal of CeIrIn5

in which the bulk SC is fully established45. Figure 15
shows a SC phase diagram as the function of P . The
P -induced SC emerges in the vicinity around Pc where
the first-order transition occurs. This SC phase for CeIn3

is consistent with other experiments5,10,19,44. It must be
noted that the SC volume fraction is almost unchanged
in the range P = 2.28 - 2.65 GPa. Thus, the coexistence
of the AFM and SC is strongly indicative of the P range
of P = 2.28 GPa − Pc = 2.46 GPa.

VII. EVIDENCE FOR THE UNIFORMLY

COEXISTING PHASE OF

ANTIFERROMAGNETISM AND

UNCONVENTIONAL SUPERCONDUCTIVITY

The coexistence of the AFM and SC is directly evi-
denced from the T dependence of 1/T1T that can probe
low-lying excitations due to the quasiparticles in SC and
also due to magnetic excitations in AFM. Figures 16 (a),
(b), and (c) show drastic changes in the T dependence of
1/T1T at (a) P = 2.17 and 2.28, (b) P = 2.43 GPa, and
(c) P = 2.50 GPa, respectively. Each pressure is indi-
cated by the arrow in Fig. 15. Note that since P = 2.43
GPa is very close to Pc = 2.46 GPa where the first-order
transition occurs, the 1/T1T ’s for PM and AFM are sep-
arately measured on the respective NQR spectral peaks
(see the middle spectrum in Fig. 6), as shown in Fig.
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FIG. 15: (color online) Detailed P −T phase diagram for PM,
AFM, and SC for CeIn3 in the vicinity of the first-order QPT
at Pc = 2.46 GPa, which is denoted by a vertical dashed line.
Solid circles and triangles indicate TN and Tc, respectively.
Open square is a crossover temperature towards the HF state.
T onset

c is determined by χac in a P range of 2.17 − 2.65 GPa.
Arrows point to P = 2.17, 2.28, 2.43, and 2.50 GPa where
the 1/T1 shown in Fig. 16 was measured (see text).

16(b). Here, Tc is determined as a temperature below
which 1/T1T decreases significantly due to the SC gap
opening, and the NQR intensity begins to decrease due
to the Meissner shielding of rf pulses. Since the coherence
peak is absent just below Tc, it suggests that unconven-
tional superconductivity is induced in CeIn3 under pres-
sure. These results give microscopic evidence for the uni-
formly coexisting phase of the AFM and SC in the range
P = 2.28−2.43 GPa for CeIn3. We note here that the be-
havior of 1/T1T = const. observed at P = 2.37 GPa (see
Fig.19(a)) reveals that the SC phase in the AFM+SC
uniformly coexisting state does not exhibit a line-node
gap, but is in a gapless regime. This is in contrast with
the SC phase in the PM phase at P = 2.50 GPa where
the T 3 dependence of 1/T1 is observed as discussed later.

Figure 17 demonstrates the SC characteristics for the
coexistence of AFM and SC at P = 2.28 GPa. Below
T = 3 K, 1/T1T continues to increase moderately down
to T MF

c = 0.1 K even though it crosses T onset
c ∼ 0.15

K. This relaxation behavior suggests that the SC order
parameter does not always develop below T onset

c . These
characteristics for the uniformly coexisting phase of the
AFM and SC are similar to those for the P -induced su-
perconductor CeRhIn5

20,22. Noting that T MF
c coincides

with T onset
c at P = 2.65 GPa with Tc = 95 mK29, the

difference between T MF
c and T onset

c at P = 2.28 GPa is
not due to the P distribution but due to the uniform
coexistence of the AFM and SC.

Next, we focus on the novel low-lying magnetic
excitations inside AFM. As shown in Fig.16(a), the

FIG. 16: (color online) Temperature dependence of
115(1/T1T ) for CeIn3 at (a) P = 2.17 and 2.28 GPa, (b) 2.43
GPa, and (c) 2.50 GPa. Open and solid symbols indicate the
respective data for PM and AFM (see the text). The solid ar-
rows indicate the respective SC transition temperature TPM

c

and TAFM
c for PM and AFM. The dotted and dashed arrows

indicate TN and TFL below which the HF state becomes valid,
characterized by the T1T=const.law (dotted line).

1/T1T =const. behavior is observed well below TN =
5.3 K at P = 2.17 GPa as well as at P = 032,33. Un-
expectedly, 1/T1T at P = 2.28 GPa, where TN starts to
steeply decrease, continues to increase upon cooling be-
low TN and exceeds the value at TN= 4.4 K regardless
of AFM spin polarization being induced. This behavior
is also observed in the AFM state at P = 2.37 and 2.43
GPa, as shown in Fig. 16(b) and Fig. 19(a), respectively.
Since 1/T1T probes any type of low-lying excitations, it is
probable that low-lying longitudinal spin-density fluctu-
ations are responsible for this feature in association with
the first-order QPT. This is because when the AFM crit-
ical temperature is suppressed at the termination point
of the first-order QPT, i.e., when Pc = 2.46 GPa, the di-
verging AFM spin-density fluctuations emerge at a criti-
cal point from AFM to PM. Namely, since a free energy
of the system in the vicinity of Pc becomes almost the
same between the AFM phase with a finite spin polariza-
tion at frequencies (ω ∼0) lower than an NMR frequency
and the PM-HF state which does not carry static spin
polarization but is dominated by low-lying excitations, it
is likely that an amplitude of spin-density is fluctuating
in the vicinity of Pc. In this context, the P -induced SC
in CeIn3 does not always occur with the background of
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FIG. 17: Temperature dependence of 115(1/T1T ) (open cir-
cle) and χac (solid circle) for CeIn3 at P = 2.28 GPa where the
SC emerges. Arrows point to TMF

c below which 115(1/T1T )
decreases and T onset

c below which the SC diamagnetism ap-
pears.

a magnetically soft-electron liquid state5, but instead,
novel magnetic excitations, such as AFM spin-density
fluctuations relevant to a first-order transition from the
AFM to PM might mediate attractive interaction. Irre-
spective of the pairing mechanism is at P = 2.28 GPa
where the AFM order is realized over the entire sample
below T = 3 K (see Fig. 7), the clear decrease in 1/T1T
and χac provides convincing evidence for the uniformly
coexisting phase of the AFM and SC in CeIn3. These re-
sults suggest that the P -induced SC in the AFM phase is
closely related to the enhancement of hybridization that
triggers the QPT from the AFM to PM.

Significantly, the SC coexisting with AFM in CeIn3

is reasonably unique as expected from the results at P
= 2.43 GPa, as shown in Fig. 16(b). At temperatures
lower than the respective values of T PM

c = 230 mK and
T AFM

c = 190 mK for PM and AFM phases, unexpectedly,
the magnitudes of 1/T1T = const. coincide with one an-
other; nevertheless, both phases are separated across Pc

where the first-order QPT occurs and the values of Tc

differ. This means that the low-lying excitations may be
identical in origin for the uniformly coexisting state of
AFM+SC and for the PM+SC. How does this happen?
It may be possible that both phases are in a dynamically
separated regime with time scales smaller than the in-
verse of NQR frequency in order to make each SC phase
for AFM and PM uniform across Pc. In this context, the
observed magnetically separated phases and the relevant
SC coexisting with the AFM may belong to new phases
of matter.

VIII. HEAVY-FERMION

SUPERCONDUCTIVITY

Finally, we present evidence for the P -induced uncon-
ventional HF SC emerging at the PM phase beyond Pc

FIG. 18: (color online) Temperature dependence of 1/T1 at
P = 2.50 GPa just above Pc = 2.46 GPa. Solid, dashed, and
dotted arrows indicate Tc, TFL, and T ∗, respectively. Solid,
dashed, and dotted lines indicate the respective relations of
1/T1 ∝ T 3, 1/T1 ∝ T , and 1/T1 = constant.

where the low-lying AFM spin fluctuations are absent.
This is because, as observed in Fig. 18, 1/T1T = const.
behavior is obeyed at the normal state, and 1/T1 follows
a T 3 dependence below Tc = 185 mK without the co-
herence peak just below Tc; this is consistent with the
line-node gap model characteristic for an unconventional
HF SC1,3,17,29,30,46,47,48,49,50. As observed in Fig. 19(a),
the respective Fermi-liquid temperature TFL at P = 2.50
GPa and P = 2.65 GPa are defined as TFL = 3.5 K and
5.9 K, respectively; below this temperature, the 1/T1T
= const. behavior is valid. Noting that the value of
(1/T1T )1/2 is proportional to the effective density of state
at the Fermi level, the value of (1/T1T )1/2 has a maxi-
mum at Pc where Tc has the maximum value of T max

c =
230 mK as observed in Fig. 19(c). This means that as an
effective HF bandwidth becomes smaller and the system
approaches Pc, Tc is increased up to the maximum value.
This result reveals that the P -induced SC in CeIn3 is re-
alized under a strong electron correlation, although the
antiferromagnetic QCP is absent. In this context, the
first-order QPT plays an important role for the onset of
unconventional HF SC as well.

IX. CONCLUSION

The extensive 115In-NQR studies conducted under P
on CeIn3 have revealed the evolution of magnetic prop-
erties and P -induced unconventional SC characteristics
as follows:

1. The P -induced transition from an AFM to PM is
the first-order QPT at a critical pressure Pc = 2.46
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FIG. 19: (color online) (a) Temperature dependences of
1/T1T in a range P = 2.17 − 2.65 GPa. The 1/T1T data
are offset for clarity. The solid and open symbols indicate
the respective data of 1/T1T measured below and above Pc.
Solid, dotted, and dashed arrows indicate TN, Tc, and TFL,
respectively. Dotted lines indicate a relation of 1/T1T = con-
stant. (b) The detailed P − T phase diagram of CeIn3 in the
vicinity of Pc. Shaded region indicates the unconventional
magnetic state where the low-lying spin-density fluctuations
develop down to Tc upon cooling. All these phases of mat-
ter are determined by the present NQR measurements under
P (see text). Arrow points to a value of P where 1/T1T in
(a) were measured. (c) Pressure dependence of (1/T1T )0.5 for
Pc < P which is in proportion to the effective density of states
at the Fermi level of HF band. Solid line is an eye-guide.

GPa at which the AFM order disappears with a
minimum value of TN(Pc) = 1.2 K.

2. The hybridization between 4f electrons and con-
duction electrons increases beyond P = 2 GPa,
thereby stabilizing the HF-PM state. It is this com-
petition between the AFM phase, where TN is re-
duced, and the formation of the HF-PM phase that
triggers the first-order QPT at Pc = 2.46 GPa.

3. Despite the lack of an AFM QCP in the P − T
phase diagram, the unconventional SC occurs in
both phases of the AFM and PM. As a result, the
AFM order uniformly coexists with the SC order.

4. The significant increase in 1/T1 upon cooling in the
AFM phase has revealed the development of low-
lying magnetic excitations till Tc, and this is related

to the onset of the uniformly coexisting phase of
SC+AFM.

5. In the HF-PM phase where AFM spin fluctuations
are absent, 1/T1 decreases without the coherence
peak just below Tc, followed by a power-law like
T dependence that indicates an unconventional SC
with a line-node gap.

6. Tc has a peak around Pc in the HF-paramagnetic
phase as well as in the AFM phase and an SC
dome exists with a maximum value of Tc = 230
mK around Pc. These results suggest that an ori-
gin for the P -induced HF SC in CeIn3 is not related
to the AFM spin fluctuations but is related to the

emergence of the first-order QPT at Pc = 2.46 GPa.

These novel phenomena observed in CeIn3 should be
understood in terms of the first-order QPT because these
new phases of matter are induced by applying P . When
the AFM critical temperature is suppressed at the ter-
mination point of the first-order QPT, i.e., when Pc =
2.46 GPa, it is anticipated that the diverging AFM spin-
density fluctuations emerge at the critical point from
AFM to PM. The results on CeIn3 leading to a new type
of quantum criticality deserve further theoretical investi-
gations.
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Y. Ōnuki, J. Phys.: Condens. Matter 14, L377 (2002).

14 B. Bellarbi, A. Benoit, D. Jaccard, J. -M. Mignot, and
H. F. Braun, Phys. Rev. B 30, 1182 (1984).

15 F. Thomas, J. Thomasson, C. Ayache, C. Geibel, and
F. Steglich, Physica B 186-188, 303 (1993).

16 Y. Kawasaki, K. Ishida, T. Mito, C. Thessieu, G. -q. Zheng,
Y. Kitaoka, C. Geibel, and F. Steglich, Phys. Rev. B 63,
R140501 (2001).

17 Y. Kawasaki, K. Ishida, S. Kawasaki, T. Mito, G. -
q. Zheng, Y. Kitaoka, C. Geibel, and F. Steglich,
J. Phys. Soc. Jpn. 73, 194 (2004).

18 H. Hegger, C. Petrovic, E. G. Moshopoulou, M. F. Hund-
ley, J. L. Sarrao, Z. Fisk, and J. D. Thompson,
Phys. Rev. Lett. 84, 4986 (2000).

19 T. Muramatsu, N. Tateiwa, T. C. Kobayashi, K. Shimizu,
K. Amaya, D. Aoki, H. Shishido, Y. Haga, and Y. Ōnuki,
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020509(R) (2007).

21 T. Mito, S. Kawasaki, Y. Kawasaki, G. -q. Zheng, Y. Ki-
taoka, D. Aoki, Y. Haga, and Y. Ōnuki, Phys. Rev. Lett.
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